Bondar-Clegg, Inc.
12980 West Cedar Dr,
Lakewood, Colorado
U.S.A. 80228

Phone: (303) 989- 1404
Telex: 45693+

Invoice ¢ 12391, Fede 1
BROHM MINING CORF.
MR. ROD MACLEODD Nate ! 27-JUL-88
F.0. BOX 485
DEADWOODy SD Rerort No: 098-0426
57732 ProJdect ¢+ BLASTHOLE
Reference! NONE LISTED
10 Analeses of Gold at ¢ 8.00 ¢ 80,00
Subtotal $ 80.00 $ 80 .00
Samrle Prerasration
10 Samples of Assays Frer at ¢ 3.25 ¢ 32.50
10 Samrles of Dezduwood Surchardge at ¢ 0.30 ¢ 9.00
Subtotal $ 37.590 ¥ 37.30
Miscellaneous Chardes
4% S.D. STATE SALES TAX $ 1.00
2% DEADWOOD CITY SALES TaAX $ 0.50
Subtotal ¢ 1.50 $ 1.30
Inveice Total! $ 119.00 U.8,
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 9891404 ,

EROKM MINING CORP,
MR. ROD MACLEOD
P.0. BOX 485
DEADROOD, SD
57732




Geochemical
12980 West Cedar Dr.
(303) 9891404,

BONDAR-CLEGG
REPORT: 098-0426 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORFP. SUBKITTED BY: R. MACLEOD
PROJECT: BLASTHOLE DATE PRINTED: 27-JUL-88
NUMBER OF LORER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 FireAu Gold 10 0,002 OPT Fire fAssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 10 2 -150 10 Assay Prer 10

Deadwood Surcharge 10

REMARKS: FINAL AU RESULTS ARE REPORTED,

REPORT COPIES TO! MR. ROD MACLEOD INVOICE TO? MR. ROD MACLEOD




Bondar-Cleg, Ic Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
i BONDAR-CLEGG

REPORT: 098-0424 PROJECT: BLASTHOLE PAGE 1

SAMPLE ELEMENT Firefu

NUMBER OPT

D2 S-8-4-248 0.002

02 S-8-4-249 0,005

b2 5-8-4-270 0.008

02 S-8-4-271 0,007

D2 5-8-4-304 0.002

2 S-8-4-307 0.008

D2 S-8-4-308 0,003

D2 S-8-4-309 0.003

02 S-8-4-310 0.005

D2 S-B-4-311 0.005




LAB. REPORT NO. 075 06 25

.
r
E BONDAR-CLEGE INC
-
12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE
7/z1 [y ¥ chpLoeL
Date Shipped Llal Via /4 /2 Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES _g q
| il i 0% - =
| GEOLOGIST'S NAME 4~ &4 // [ 274/ PHONE NUMBERZ_* . A/ PROJECT NAME OR NUMBER _£L4, /A4 L
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec|  Activation Dce test
. - Neutron ore
/ (; / = .+: '/'Iu' Cu [Ph |20 Mo |Ag [Cd |Ni [Co Mn [Fe [Bi [V W |F N;‘ Hg ISn |Sh [Ba |E spec | Activation oeP test
, » 4 p Neutro ore
f / Cu |Pb [Zn Mo |Ag |Cd [Ni |Co Mn [Fe [Bi |V |U W |F M As Ho ISn |Sb |Ba |E spec | Activation oce test
P 5 v/ Neutron ore
4 v . ) Cu |[Pb [Zn Mo |Ag [Cd [Ni [Co Mn |Fe [Bi |V [U |W |F |3G |As Hg [Sn [Sb |Ba |E spec | Activation pep lest
u‘/ i~ S ] Neutron ore
‘7 s })g%m Pb |Zn Mo |Ag |Cd |Ni [Co Mn [Fe |Bi [V [U W [F As [Hg |Sn [Sb |Ba |E spec | Activation pce test
Neutron e
QL 6 SYA’%-%%W Pb |Zn Mo |Ag |Cd [Ni [Co Mn [Fe |Bi |V |U [W |F MAS Hg |Sn |Sb |Ba |E spec Activation pcep test
4 Neutron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V |U [W |F JAu |As [Hg [Sn [Sb |Ba |E spec | Activation pee test
Neutron ore
Cu |Ph |Zn Mo |Ag |Cd [Ni |Co Mn |Fe |Bi |V [U [W |F |Au |As |Hg |Sn [Sb [Ba [E spec | Activation pce test
Neutron oig
Cu [Pb |Zn Mo JAg [Cd |Ni |Co Mn [Fe |B U |W|F As |Hg ISn |Sh |Ba |E spec Activation oce g5tk
Neutron ore
Cu [Pb |Zn Mo JAg |Cd |Ni |Co Mn |Fe |Bi |V |U |W |F JAu |As [Hg [Sn |Sb |Ba |E spec | Activation beP test
Neuiron ore
Cu |Pb |Zn Mo JAg |Cd [Ni [Co Mn |Fe |Bi |V U |W |F |Au |As [Hg [Sn [Sb [Ba [E spec | Activation pee lest
Neutron ore
Cu |Pb |Zn Ma |Ag |Cd |Ni |Co Mn |Fe |Bi |V [U |W |F |Au |As [Hp [Sn [Sh [Ba |E spec | Aclivation Dep lest
Neulron ore
Cu |Pb |Zn Ma [Ag |Cd |Ni |Co Mn [Fe |Bi |V (U |W |F JAu [As [Hg [Sn [Sb [Ba |E spec | Activation bDCce lest
Neuon L4
Cu [Pb [20 o |Ag [Cd [Ni |co Mn [Fe [8i [v |u [w |F |au [As BHg [Sn [Sb [Ba [E spec | Activation pcp | test
Neutron ore
| Cu [Ph |Zn rﬂo |Ag |Cd |Ni [Co Mn |Fe |Bi [V |U |W |F |Au [As [Hg |Sn |Sb |Ba [E spec | Activation pce test

Neutron oTe
Cu |Pb |Zn }Ao Ag [Cd [Ni |Co Mn [Fe [BI |V |U |W |F [Au |As [Hg [Sn |Sh lBa E spec | Activation pee test

{ [3 assay (%, ore grade) 0 prepared
| Please analyze by } methods, the enclosed { } samples
| [0 geochemical (ppm, trace level) 0 unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS =
COMMENTS L4\ JL £ Sl Lo 477 LR TLHU 2 24 1/ KEG L TL
e A Sl sl
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
(3 DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
‘[0 RETURN COD AFTER ANALYSIS COMPLETE [ RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

(3 Results A LR [ LA (et O Results
O Invoices ‘ ./;' Lrnfifls [l L L4 O Invoices
Q Pulps gl SN g : O Pulps
O Rejects QAL g0 L v A T O Rejects
/
[J Results [0 Results
O Invoice O Invoice
[0 Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy




.
"IITLE 26--67- 88 15H:48:41 698-0062Y R. MACLTOD 25/67 /88"
"

"CLIENT BROHM HMTNING CORP.

"PROJECT BLASTHOLE HSARMPLES: 9 RETERENCE: NON[ LTSTED

"SPECIAL VALUES"

" IS Insufiicient “Y“ample"

Y -~9 No Valuae Recorded"

" Values above Lhe upper limit are shown as +uplimt"

" Values below the lower limit are shown as -lolmt (ie nol detected)"

"DETERMINATIONS"
! ELNAME METHO FCO UNI #SAM LOLMT UPFLIRAT COMHENTS"

" 61 Au Fn 0rPT 9 $.002 99.999 Results Reported
"SAMPLE PREPS™

" 40 SAWMPLE TYPE:D DRILL CORE "

" 41 P17= 9 Assay Prep "

" 42 PB6= 9 Deadwood Suriharqge "
"REMARKS"

" 5@ FINAL RLSULTS AREL REPORTED. "
oW A AN

"FORMAT (A8,1X, AL, AL, 1X,A20,L(1%X,A7,A1))"

"BEGIN " "Type" "Frac'" "Sample ID" " Au”
"v6250001" "pv v2Z" "5-.8-4-263 " -0.002
"ge250002" “O" "2" "3-8-4-264 " -0.002
"@62500063" “D" "g" "8§-.8--4-206% " 6.009
"e6250004" D" "2 "S5 -8--4--266 " -9.062
"pe250005" D" "o ”S-B-du?b?// " G.005
"962500906" "D" "2" "§$5--8-4-299 " 2.908
"@6250009" "0 "2" "9-3-4-303 " -0.002
"e6259010" "D 2" "S--8~4-304 " 0.002
"p6260011" "0 "2" "%-8--4--305 " 6.009

HENDH




Boiu-(leg, Inc.

12980 West Cedar Dr,
Lakewood, Colorado
U.S.A. 80228
Phone: (303) 989-1404
Telex: 45693 » _
o
Invoice H 12388, FPade 1
RROHM MINING CORP.
MR. ROD MACLEOD late ¢ 27-JUL-88
P.0., BOX 48%5
DEADWOOD, SD Rerort No: 098-04625
97732 ProJdect ¢ BLASTHOLE
Reference!: NONE LISTED
? Anzluses of Gold at ¢ 8,00 ¢ 72.00
Subtotal $ 72.00 % 72.00
Samrle Freraration
? Bamrles of Assay Prer at 8 3,295 % 29:2
? Semrles of Deedwood Surcharge at ¢ 0.50 ¢ 4.50
Subtotal $ % R g $ 2§ S e
Miscellaneous Charges
4%Z B8.D. STATE SALES TAX $ 0.%0
2% DEADWOOD CITY SALES TaAX $ 0.45
Subtotal $ 133 $ 1.395
Invoice Total! ¢ 107.10 U.S.
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
USA.

Phone: (303) 989-1404
Telex: 45691 -

M
"
! +
¥
g
SALE T4 o {
t i $

THIS IS A PROFESSIONAL SERVICE
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BROHN MINING CORP,
MR. ROD MACLEOD
F.0. BOX 485
DEADWOODs SD
57732




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-4404

REPORT: 098-0625 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: BLASTHOLE

SUBNITTED BY: R. MACLEOD
DATE PRINTED: 26-JUL-88

NUMBER OF LOKER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold ? 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 9 2 ~1350 9 Assay Prep 9
Deadwood Surcharge 9

REMARKS: FINAL RESULTS ARE REPORTER.

REPORT COPIES TO: MR. ROD MACLEOD

INVOICE TO: MR. ROD MACLEOD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
B BONDAR-CLEGG
»

REPORT: 098-0625 PROJECT: BLASTHOLE PAGE 1

SAMPLE ELEMENT Au

NUMRER UNITS OPT

D2 S-8-4-243 40,002

02 S-8-4-264 40,002

N2 S-8-4-245 0.009

D2 §5-8-4-264 40,002

02 S-8-4-247 0,005

N2 S5-8-4-299 0,008

n2 $-8-4-303 40,002

02 5-8-4-304 0,002

n2 S-8-4-305 0,009




\ / ‘/l/ -
LAB.REPORTNO. __

'

l

x P
B BONDAR-CLEGG INC.
12980 VW. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89-1104 TELEX: 45-693
SAMPLE SHI;’/I\Q?’):}IOTICE
f - f » ,“ '1'1" "'
! /Y /) / ~ /
Date Shipped 1/20/(66 Via 24/ ZF 1 Prepaid  or O Collect
4 72
# Parcels in Shipment TOTAL NUMBER OF SAMPLES _@ lr s
\ Y, /) b AL N 7es 1ny )y iCTLIr
GEOLOGIST'S NAME /L 4 // [ [T  PHONE NUMBERZZ'Z £ 7£Z/07 PROJECT NAME OR NUMBER _ /04 “ 7470/ ¢
Samples| # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation oceP test
o J IGr £8 /06 / Neutron ore
DC| 14 | 444787784298 cu b [2n o fra Jod [Ni Joo o fre [Bi [v [u |w |f A Jis o fsn [sb [Ba [¢ spec | Activation | pce | test
. ’ / Neutran ore
/Q L ffrq /f/(’ <5410/ lou o |zn Mo A Jcd [Ni fco pn JFe |8i v [u |w |F As Hy [Sn [Sb |Ba [E spec | Activation oep test
p & a8 = Neutron ore
Dc| &1|15¢4/40 Cu [P [zn Mo Jag [cd |Ni Joo n [Fe (81 |v {u [w |F [ [as o [sn [sb [Ba [E spec | Activation | DCP | test
s / 2 \ Neut ore
[// / /'ff‘4-/(“" Cu [Pb Zn rdu Ag [Cd [Ni [Co Mn [Fe |Bi [V U |W |F ll’ﬁ As [Hg |Sn |Sb [Ba |E spec Acmarl?r')‘n oce test
> o o Neutron re
[ / <E4L0 Cu |Pb |2n Lﬂu Ag [Cd [Ni JCo Mn |Fe [Bi [V [U W |F }‘x As [Hg [Sn [Sb [Ba [E spec | Activalion Dep ;esl
™/ > p ' P &L ¢ Neutron ore
o /, 34:(( A :I Zlcu [P [zn Mo |ag fcd |Ni Jco Mo |Fe [Bi [V |u |w |F AX As [Hg |Sn [Sb Iﬁa E spec | Activation P test
- Ense & da Neutron ore
/ ( ,/ ,"(.4“7.’(" !‘4'3 ZCu Pb [Zn Mo JAg [Cd [Ni [Co Mn [Fe [Bi |V |U |w |F As [Hg [Sn [Sb [Ba |E spec | Activation oce test
Neulron ore
Cu |Pb |Zn Mo [Ag |Cd |Ni [Co Mn |[Fe |Bi |V |U |W |F JAu |As |Hg [Sn |Sb |Ba [E spec Activation pce test
Neutron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn [Fe [Bi |V |U |W |F JAu |As [Ho |Sn [Sb |Ba |E spec | Activation DCP test
l Neulron ore
Cu |Pb [Zn Mo |Ag [Cd [Ni |Co Mn |[Fe |Bi |V |U |W |F [Au |As JHg [Sn [Sh |Ba |E spec [ Activation DCP les!
Neutron ore
Cu [Pb [Zn Mo |Ag |Cd |NI [Co Mn [Fe |Bi [V [U |W |F |&u |As [Hg [Sn [Sh |Ba |E spec | Activation pece test
Neufron ore
Cu |Ph |Zn Mo JAg |Cd NI [Co Mn |Fe |Bi [V |U |W [F [Au |As [Hg |Sn |Sb [Ba |E spec Activation pece test
l NETron 144
Cu |Pb |20 Mo |Ag |Cd |NI [Co Mn [Fe |Bi |V |U [W [F [Au |As [Hg [Sn |Sb [Ba |E spec | Activation Dep test
Neufron ore
Cu PP |Zn rdo Ag [Cd |Ni |Co Mn [Fe [Bi |V [U |W |F [Au |As Hg [Sn |Sb |Ba |E spec | Activation pce test
Neutron ore
Cu |Pb |Zn bo Ag [Cd |Ni [Co Mn [Fe |8I |V [U |W |F [Au |As Ho [Sn |Sh [Ba |E spe Activation oce test
9 assay (%, ore grade) 0O prepared
Please analyze by methods, the enclosed samples
[J geochemical (ppm, trace level) || unprepared

O] DO NOT ASSAY GEOCHEMICAL OVERLIMITS g 1 g
COMMENTS _LLL Tl S L E 48 -T8 HOULE TUHKAIHAOUME Ll ESTEL
LLRE ASSIY ONLY

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS PULPS
W DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE & RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

/

; s LS ]2

. Resuits _ KL /7l [Zek /4 . O Results
& Invoices o Cllhen [litlineg ( g O Invoices
. Pulps £O. E0X 487 ) O Pulps

O Rejects Lpiaep, <P, STI7°Z O Rejects
O Results O Resuits
O Invoice O Invoice
O Pulps O Pulps

0 Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



"TITLE 25--07--88 14:29:48 098-0613 R. MACLEOD 22/07 /88"
"CLIENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAKPLE Y : 2% REFERENCE: NONE LISTED
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit arce shown as +uplimt"

" Values below Lhe lower limit are shown as --lolmt (ie not detectad)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAR 1LOLWMT UPLIMT COMMENTS®

" Q1 Au Fa OPT 25 0.0082 99.999 Results Reported "
"SAMPLE PREPS"

" 0% SAMPLE TYPE-D ARILL CORL "

" 41 P1l7:= 25 Assay Preaep "

" 42 P86= 25 Deadwood Surcharge "

"REMARKS"

" 58 FINAL RCSULTS ARE REPORTED. "
" 51 = ELEVATED LOWER DETECTION LIMIT ON SAMPLE !
vBR $~-8-4-100. "

1A K v

"FORMAT (A8,1X,Mn1,MA1,1X,A20,1(1X,A/7,A1))}"

"BEGIN " “Typo" “Frac" "Sample ID" " Au"
"961306001" "p» "2 "S—8—4~100:; " -~@.008
"@e6130002" "D "a" "sﬂsna—loy/ " 0.003
"@6130003" 0" *2" "$-B-4-140 " -9.502
"06130004" "D" “2" “$--8-4-1807 " -0.0602
"@6130007" D" "2" ”S—8~4~220/ " ~%.002
"p6l30@08" D" "V “S~8~4—26®; " 0.003
"¢6l30009" "DM "2'" "§-8-1-261 ! —-0.002
"ecl13eegle” "D a2t “848~4-2621‘ " 0.0902
"e6l3ee11" "O" "2'" "S.-8--4--285 ! Q.007¢
"g6130012" "B "2" "$-8-4-2836 " -0.002
"$6136013" D" "2" "§5..8-4--287 " ~-0.662
"e6130014" "p" "2" "S.--8--4--288 " ~-2.092
"e6l3ep1s” "p" "2" "S-.8--4--289 " -9.0062
"#61300616" "p" H2" "5-B8-4-299 " -0.002
"e6130017" "O" "2" "S-.8 4--291 " ¢.00%
"e6130018" "D" "2" "§-8-4-292 " ®.033
"e6l130019" "p" "2" "S-8-4-293 " ®.0616
"@6130020" "D" "2" "5-8-4-291 " 0.209
"$¥6130021" "p" r2" "S--8~4.-.295 " 0.008
"@6130022" D" "2" "§-B8-4-296 " 0.00C
"$6130023" "Dt "a2" "§-5-4--297 " 0.00%
"96130024" "D "2" "$5-8-4-298 " ®.0086
"g613@02%" "0 "Y' "S5-8-4--300 " 0.013
“¢6130026" "D" "2" "5-8-4-301 " -9.902
"96130627" D" "2" "S5--8--4-362 " 6.002

IIENDCI




Invoice : 12376 Pade 1
BROHM MINING CORFP.
MR. ROD MACLEOD Date i 27-JUL-88
P.0. BOX 485
DEADWOOD, SD Rerort No: 098-0413
57732 ProJect + BLASTHOLE
Reference! NONE LISTED
— |
29 Anelvses of Gold gt ¢ 8.00 ¢ 200.00
Subtotal ¢ 200.00 ¢ 200.00
Samrle Preraration
25 Samrles of Assay Frer at § 3.25 ¢ 81.25
29 Samrles of Deadwood Surcharge at. % 0.50 ¢ 12,30
Subtotal $ 93.7% $ 23.795
Miscellaneous Charges
4% S.D. STATE SALES TAX ] 2.50
2% DEADWOOD CITY SALES TAX $ 1:.25
Bubtotal k) 3:79 t 3.79
Invoice Total! ¢ 297.50 U.S,.
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THIS IS A PROFESSIONAL SERVICE |
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9834404

B g

BROHM MINING CORP,
MR. ROD MACLEOD
P.0. BOX 485
DEADWOODs SD
37732






